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Nanomagnesium Specifications and DXN-YM50
Sample name . . Production date August 22, 2024
oxideoxide models
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Sampling quantity Batch quantity . .
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be AR ] 20244E8 H 22 H & S 9024089214 S i il A
Date of submission August 22, 2024 Report number Reference standard [Corporate standards
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Inspection items Unit . Test results Single judgment Reference method
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Zinc oxide K £ NBLA Qualified XRE
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Appearance White powder White powder Qualified Visual inspection
VAR e
Average particle nm 30-50 41 e SEM
. Qualified
size
Lt " BET #2520
Specific surface m2/g =17 8 s BET static nitrogen
Qualified
area adsorption
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Test conclusion:The inspection results meet the requirements of internal control indicators,

to be qualified

and this batch is judged
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