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Frdh Indium tin oxide | Specifications and DXN-INS30 EFZ.EI/J% 202448110
Sample name . . Production date August 10, 2024

dispersion models
A
HUREECRL 200g AL 1T EE&fiZﬁfz 25kg/
Sampling quantity Batch quantity . .
specifications
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Date of submission

August 10, 2024

Report number

Reference standard

Corporate standards
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Quality report
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. . . Technical .
Inspection items Unit . Test results Single judgment Reference method
requirements
HHER . m #if 105C {52
Effective content B Qualified 105°C constant
S - K B R
Appearance Yellow—green liquid Qualified Visual inspection
AN |
Dis e;l?f:azjlvent - K e -
p Water Qualified
BT - NiE-N5 Hik B
Tonic Anion Qualified
G PHIMR A
=
= T4 Qualified PH tester
PR N
Average particle nm <100 iy TEM
. Qualified
size
SPIPRLEE (D50) - WOt A
Average particle um =400 Qualified Laser particle size
size (D50) analyzer
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Test conclusion:The inspection results meet the requirements of internal control indicators, and

to be qualified
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